Panasonic inoustry

Panasonic Material Outgas Report Summary

Outgassing Data Per ASTM Specification E595
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ﬂ Our Halogen-free materials are based on JPCA-ES-01-2003 standard and others.

Please see our website for Notes before you use. The above data are typical values and not guaranteed values.
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